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Growth of high quality, epitaxial InSb nanowires
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Abstract

The growth of InSb nanowires on an InSb(1 1 1) substrate in a closed system is described. A high density InSb nanowires was grown by

the use of InSb substrates in a torch sealed quartz tube at a temperature of 400 1C, using a 60 nm size gold colloid catalyst. The typical

diameter of the InSb nanowires was 80–200 nm and they consisted of nearly equal atomic percent of In and Sb. Transmission electron

microscopy showed the wires to be single crystal, with a growth direction of /1 1 0S.

r 2007 Elsevier B.V. All rights reserved.
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1. Introduction

Indium antimonide (InSb) (melting point�525 1C) is a
narrow bandgap semiconductor, well known for its highest
bulk electron mobility, smallest effective mass, and largest g

factor among binary III–V materials [1]. It therefore has
potential electronic applications in high-speed devices [2,3]
magnetoresistors [4], and has been used previously as
magnetic sensors [5], and infrared (IR) detectors [6]. It also
has a large Bohr exciton radius of �60nm [7,8], conse-
quently making 1–D InSb nanowires an attractive semi-
conductor for quantum effect studies. Despite its interesting
properties, a limited amount of work has been reported on
the growth of InSb nanowire, most likely due to the
difficulty of growth of this material. Previously, nanowire
growth using asbestos [9], and anodized alumina membranes
(AAM)[10–12] has been reported. In the growth using
AAM, direct current [10] and pulsed [11,12] electrodeposi-
tions were used to synthesize polycrystalline and single
crystalline InSb nanowires, respectively. The crystallinity of
the asbestos-grown InSb nanowires, on the other hand, has
not been reported, and is not known to our knowledge. In

this work, we report on the synthesis and characterization of
single crystalline InSb nanowires that were grown epitaxially
on InSb(1 1 1) substrate using Au as the metal catalyst. No
templates or toxic gases were used, and our growth system,
which is capable of producing high quality and dense InSb
nanowires, is much simpler and cheaper than any other
nanowire growth methods employed thus far.

2. Experimental procedure

The InSb nanowires were grown inside a sealed quartz
tube (10mm in diameter) in an open tube furnace (10.16 cm
in diameter). The growth procedure used here was similar
to the procedure used to grow InAs nanowires. [13,14] The
native oxide on the InSb substrates was removed by
chemical etching in HCl:H2O (1:10). Using Poly-L Lysine,
60 nm sized gold nanoparticles (Ted Pella, Inc.) were placed
on the InSb(1 1 1) substrate. No other gold nanoparticle
sizes were used. The gold coated InSb substrate (nanowire
growth substrate) and a bare InSb substrate (In and Sb
source) were then immediately placed inside a quartz tube,
evacuated to 30mTorr using a mechanical pump and
sealed with a torch. During the growth of the nanowires,
the furnace temperature was first raised to 585 1C and once

ARTICLE IN PRESS

www.elsevier.com/locate/jcrysgro

0022-0248/$ - see front matter r 2007 Elsevier B.V. All rights reserved.

doi:10.1016/j.jcrysgro.2007.03.023

�Corresponding author. Tel.: +202 404 4520.

E-mail address: park@bloch.nrl.navy.mil (H.D. Park).



Report Documentation Page Form Approved
OMB No. 0704-0188

Public reporting burden for the collection of information is estimated to average 1 hour per response, including the time for reviewing instructions, searching existing data sources, gathering and
maintaining the data needed, and completing and reviewing the collection of information. Send comments regarding this burden estimate or any other aspect of this collection of information,
including suggestions for reducing this burden, to Washington Headquarters Services, Directorate for Information Operations and Reports, 1215 Jefferson Davis Highway, Suite 1204, Arlington
VA 22202-4302. Respondents should be aware that notwithstanding any other provision of law, no person shall be subject to a penalty for failing to comply with a collection of information if it
does not display a currently valid OMB control number. 

1. REPORT DATE 
MAR 2007 2. REPORT TYPE 

3. DATES COVERED 
  00-00-2007 to 00-00-2007  

4. TITLE AND SUBTITLE 
Growth of high quality, epitaxial InSb nanowires 

5a. CONTRACT NUMBER 

5b. GRANT NUMBER 

5c. PROGRAM ELEMENT NUMBER 

6. AUTHOR(S) 5d. PROJECT NUMBER 

5e. TASK NUMBER 

5f. WORK UNIT NUMBER 

7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES) 
Naval Research Laboratory,4555 Overlook Avenue 
SW,Washington,DC,20375 

8. PERFORMING ORGANIZATION
REPORT NUMBER 

9. SPONSORING/MONITORING AGENCY NAME(S) AND ADDRESS(ES) 10. SPONSOR/MONITOR’S ACRONYM(S) 

11. SPONSOR/MONITOR’S REPORT 
NUMBER(S) 

12. DISTRIBUTION/AVAILABILITY STATEMENT 
Approved for public release; distribution unlimited 

13. SUPPLEMENTARY NOTES 

14. ABSTRACT 
The growth of InSb nanowires on an InSb(1 1 1) substrate in a closed system is described. A high density
InSb nanowires was grown by the use of InSb substrates in a torch sealed quartz tube at a temperature of
400 1C, using a 60 nm size gold colloid catalyst. The typical diameter of the InSb nanowires was 80?200nm
and they consisted of nearly equal atomic percent of In and Sb. Transmission electron microscopy showed
the wires to be single crystal, with a growth direction of /11 0S. 

15. SUBJECT TERMS 

16. SECURITY CLASSIFICATION OF: 17. LIMITATION OF 
ABSTRACT 
Same as

Report (SAR) 

18. NUMBER
OF PAGES 

3 

19a. NAME OF
RESPONSIBLE PERSON 

a. REPORT 
unclassified 

b. ABSTRACT 
unclassified 

c. THIS PAGE 
unclassified 

Standard Form 298 (Rev. 8-98) 
Prescribed by ANSI Std Z39-18 



the temperature was stabilized, the quartz tube (with the
InSb substrates inside) was inserted into the furnace. The
tube was positioned in such a way that the InSb source
substrate was at 540 1C, while the nanowire growth
substrate was at 400 1C. The quartz tube was annealed
for a specific time period, which corresponds to the
nanowire growth time. Once the annealing was finished,
the quartz tube was immediately removed from the hot
furnace (while the furnace was still at 585 1C) and cooled
under running tap water. The grown nanowires were
analyzed using a LEO SUPRA 55 scanning electron
microscope (SEM), JEOL 4000EX high resolution trans-
mission electron microscope (HRTEM) working at
400 keV, and HF2000 transmission electron microscope
working at 200 keV with X-ray energy dispersive spectro-
scopy (EDS) attached. The InSb substrate with the
nanowires was sonicated in a methanol solution, followed
by dropping of the solution onto a TEM holey copper grid.

3. Results and discussions

The nanowire growth results are discussed below. The
SEM image of the nanowires grown for 30min is shown in
Fig. 1. As can be seen, the nanowires were found to grow
predominantly at a set angle to the InSb(1 1 1) substrate,
with typical length of about 1 mm. The scale bar is 300 nm.
The region near the base of the nanowires can be seen
covered with irregularly shaped deposits. Fig. 2 shows an
SEM image of the dense nanowires grown at the same
temperature, but for a longer growth time of 50min. The
scale bar is 10 mm. The length of the nanowires was several
micrometers. The typical diameter of the nanowires grown
using this method was about 80�200 nm.As expected from
using the Au nanoparticles as the metal catalyst during the
nanowire growth, all the nanowires were found with
nanoparticles at the tip.

EDS analysis was performed on the body, as well as on the
tip of the nanowire and the results are shown in Fig. 3(A)
and (B), respectively. The quantitative analysis on the body
of the nanowire, shown in Fig. 3(A), indicates approximately
50:50 (In:Sb) at% ratio, confirming the nanowires to be
InSb. Based on this analysis technique, no Au was detected
in the nanowire body. The copper line is due to the TEM
copper grid. The quantitative EDS analysis on the nano-
particle found at the nanowire tip, shown in Fig. 3(B),
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Fig. 1. 60 nm grown for 30mins. Scale bar is 300 nm.

Fig. 2. InSb nanowires grown for 50mins. The scale bar is 10 mm.

Fig. 3. EDS analysis on the body (A) and tip (B) of the nanowire.
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indicated the presence of all constituents (at% ratio
In(50):Sb(9.6):Au(40.4)), with a relatively small amount of
Sb. The existence of a metallic alloy nanoparticle at the tip
suggests that the growth likely occurred by the well known
vapor-liquid-solid (VLS) growth mechanism [15], but it
should be noted that the In-Sb-Au ternary phase diagram is
not only complex, but sufficient literature results for this
system are lacking. Thus, it is not possible to determine the
eutectic point for this ternary system and thus it is not
possible to unambiguously assign VLS as the growth
mechanism at this point.

In Fig. 4 (A) and (B), bright-field and dark-field TEM
images of an InSb nanowire are shown, respectively,
revealing the nanowire structure to be a single crystal free
of extended defects. In Fig. 5, the HRTEM image of the
InSb nanowire is shown (the scale bar is 4 nm). The
selective area diffraction micrograph shows the nanowire
to be a single crystal with the growth direction of /110S.
At ambient pressure and temperature, InSb is a zinc-blende
crystal structure with a lattice constant of 6.48 Å. Our
lattice spacing measured was 6.46 Å, confirming the
nanowire to be zinc-blende InSb, similar to what is
expected in the bulk. The HRTEM image also showed an
amorphous sheath covering the InSb single crystal, which
we believe is due to post-growth room temperature
oxidation. It should be noted that some regions of the
nanowires exhibited weak diffracted intensities in addition
to those associated with zinc-blende. The origin of these
weak reflections is being investigated and will be reported
separately.

4. Conclusions

In this paper, we present results on the growth of high
quality InSb nanowires grown in a simple closed quartz
tube configuration using only InSb substrates. Using 60 nm
sized Au nanoparticles, the grown nanowires were found to
be a single crystal with a typical diameter of 80–200 nm.
The InSb nanowires were also found to grow in a high
density with a growth direction along /1 1 0S. These
results indicate not only the simplicity of this growth
technique, but also demonstrate that high quality, epitaxial
single crystal InSb nanowires can be grown in high
densities on InSb substrates.
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Fig. 4. Bright (A) and dark field (B) TEM images of the grown InSb

nanowires. The structure seen in the dark field image is due to thickness

fringes. The scale bar is 100 nm.

Fig. 5. HRTEM image of the nanowire. The scale bar is 4 nm.
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